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No. SZR160407004002 Date: Apr. 13. 2016 Page 1 of 10

Y5 : SZR160407004002 H1: 2016.04.13 T B U 4k 10 0T

Applicant . Shenzhen Liangan Photoelectricity Technology Co., Ltd.

SheT] BRI ' R A IR 7]

Address . 6th Floor Building 1 3rd Industrial area Shiyan Baoan District
Shenzhen, China

Hiyhk YN R 2 XA 5 =Tk X156k

The submitted sample and sample information was/were submitted and identified by/on the behalf

of the client/ZRFEAE I 2 ¢ & K P& 15 B i iEF RGN

Sample name/fE 2R . LED lamp bead / LED ] %k

Type /model/Z! 5 . LA-DZTO5W100W1010DH2-R2
Manufacturer/#l| #& & s

Sample received date : Apr. 07,2016

R B A 3 2016.04.07

Testing period :Apr. 07,2016 to Apr. 13, 2016

o R E 2016.04.07 % 2016.04.13

Test requested . Please refer to the following page(s).
W E K ICE

According to the RoHS Directive 2011/65/EU (#/& RoHS #§4 2011/65/EU)

Test Method: Please refer to the following page(s).
R i: EZ W NI,

Test Result(s): Please refer to the following page(s).
RMGER: B F .

R %

Tested b)\S aAﬂ OLW\ Inspected by/ ¢/ ADRroVet l‘l‘ga 0; )/“’a

Shenzhen Anbotek Compliance Laboratory Limited

Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen, @ Hotline
Guangdong,China 2_/ 400-003-0500
Tel:(86)755-26066544 Fax:(86)755-26014772 Email:service @anbotek.com www.anbotek.com
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Test requested

w3 ok

H 3.

Rl 1% 5

Date: Apr. 13. 2016
2016.04.13 T

Page 2 of 10
2 0 3k

10 I

1. As specified by client, to screen Lead(Pb), Cadmium(Cd),
Mercury(Hg), Chromium(Cr) and Bromine(Br) in the submitted
sample(s) by XRF.

RIEZ P ER, I XRF TR 380 i = R
£ (Cr)ANiR (Br)it

TR I

(Pb)-

f(Cd). K(Hg).

2. As specified by client, when screening results exceed the XRF
screening limit in IEC 62321-3-1:2013, further use of chemical
methods are required to test the Lead(Pb), Cadmium(Cd),
Mercury(Hg), Hexavalent Chromium(Cr(VI)), Polybrominated
Biphenyls(PBBs), Polybrominated Diphenyl Ethers(PBDEs) in the
submitted samples.
MR PR, ik 45 Gk Y 1EC 62321-3-1:2013 ) XRF fifik kR

s, #—

IS (Cr(VI1))s

Test Method: (Kl 7#)
A. Screening test by XRF spectroscopy/XRF A3l
XRF screening limits in mg/kg for regulated elements according to IEC 62321-3-1:2013.
IEC 62321-3-1:2013 X i 4% Ju 3 7 XRF $9 3R AH

SR AL 207 VR e AR b AT (Pb) £5(Cd). 7K (Hg)-
2 B (PBBs) i1 % 1R — 2K ik (PBDESs) 317 Mk

Limit of IEC 62321-3-1:2013. Unit (mg/kg) MDL
Element IEC 62321-3-1:2013 ERKIMRME. AL (mg/kg) 77 LRSI PR
IR _ , Other
T Polymers and metals Composite material Polymers matettal
3 i
Revn&RE AR Rew r——
L<(700-30) <X <(1300+30) L<(500-30)<X <(1500+30)
Pb 10 mg/kg 50 mg/kg
<OL <OL
L<(70-30)<X <(130+30) LOD<(50-30)<X <(150+30)
Cd 10 mg/kg 50 mg/kg
<OL <OL
BL<(700-30)<X <(1300+30) BL<(500-30)<X <(1500+30)
Hg 10 mg/kg 50 mg/kg
<OL <OL
Cr BL=<(700-30)< X L=(500-30)< X 10 mg/kg 50 mg/kg
Br BL=<(300-30)< X L=(250-30)< X 10 mg/kg 50 mg/kg

Shenzhen Anbotek Compliance Laboratory Limited

Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen,
Guangdong,China
Tel:(86)755-26066544

@ Hotline
2_/ 400-003-0500
Fax:(86)755-26014772  Email:service @anbotek.com www.anbotek.com
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Note: (%¥F)

-BL = Under the XRF screening limit=1ik T-XRF i 1%t FR AL

-OL = Further chemical test will be conducted while result is above the screening limit=r= 1 XRF i i R E,
3 — 2k = MA A A

-X= The symbol “X” marks the region where further investigation is necessary=.7 i 4 XRF 7 i 48 (111
it 7 L — AL 2 A A

-30= The reproducibility of analytical instruments=2¢ B 7} H1 4 2% i) 5 31 1%

-LOD= Detection limit=A% 1} [

B. Chemical Test/4L2&JR

Measured
Test Item(s) Test Method Equi i(s) MDL
. . . quipment(s o Ll
W3 H P77 2 S T ER IR
WAL AR
Lead (Pb)/ Cadmium (Cd)
_ IEC 62321-5:2013 Ed.1.0 ICP-OES 2 mg/kg
IR
Mercury (Hg)/7k IEC 62321-4:2013 Ed.1.0 ICP-OES 2 mg/kg
IEC 62321-7-1:2015 Ed.1.0 UVv-VIS /
Hexavalent Chromium Cr(VI)/ 5 4r4%
IEC 62321:2008 Ed.1 Annex C UV-VIS 2 mg/kg
Polybrominated Biphenyls (PBBs)
200 IEC 62321-6:2015 Ed.1.0 GC-MS 5 mg/kg
DR K
Polybrominated Diphenyl Ethers
ST\ IEC 62321-6:2015 Ed.1.0 GC-MS 5 mg/kg
(PBDEs)/ % & — ik
Shenzhen Anbotek Compliance Laboratory Limited
Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen, @ Hotline
Guangdong,China 2_/ 400-003-0500

Tel:(86)755-26066544  Fax:(86)755-26014772 Email:service @anbotek.com www.anbotek.com
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Test Results: (4 R)
XRF Screening Test | Chemical Test
Sample Sample ) \ .
No/ FEE, Description Tested ltems Unit (mg/kg) Unit (mg/kg) Conclusion
g..ﬁ o B B HER R B XRF %5 AL 2EBIRGE R i
. o8 B4 (mykg) £ (mglkg)
Pb BL /
Lamp plate Cd BL /
. ) PASS
1 white coating Hg BL / -
FTHR 1 38 Cr(Cr(V1)) BL / a
Br(PBBs&PBDEs) BL /
Pb BL /
Lamp plate Cd BL /
PASS
2 body Hg BL / o
AR TE NN Cr(Cr(V1)) BL / a
Br(PBBs&PBDEs) / /
Pb BL /
Blue plastic Cd BL /
) PASS
3 film Hg BL / s
T e SR Cr(Cr(Vl)) BL / A
Br(PBBs&PBDEs) BL /
Pb BL /
- Cd BL /
4 Yellow silicone H ~ / PASS
R 2 ik
Cr(Cr(VI)) BL /
Br(PBBs&PBDEs) BL /

Shenzhen Anbotek Compliance Laboratory Limited

Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen,
Guangdong,China
Tel:(86)755-26066544

@ Hotline
d 400-003-0500
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Note: (%E)

-N.D. = Not Detected (<MDL)=AAGH (/NT 5 i MIFR)

-mg/kg = ppm = parts per million=ppm =% Ji %2 )1,

-Negative = Absence of Cr(VI) , the detected Cr(VI) concentration in the boiling water extraction solution is
less than 0.02 mg/kg with 50cm? sample surface area used.=JI 1R R A& ANNESR, HIF R J950cm?ff]
T it PITAC IR SR (R0 VB R 7S U B VR B2 28 T-0.02mg kg

-Positive = Presence of Cr(VI), the detected Cr(VI) concentration in the boiling water extraction solution is
equal to or greater than 0.02 mg/kg with 50cm? sample surface area used.= FHMEE R A /SIES, HEM
FHUAI500m? FRIFE St T A5 I SR FEO I8 0 0 /N 1 PR 185 25 T 80K T-0.02mg kg

Remark: (&)

- The screening results are only used for reference./ XRF #3344 AN S %

- When conducting the test for PBBs&PBDEs, XRF was introduced to screen Br Exclusively; When
conducting the test for Hexavalent Chromium, XRF was introduced to screen Chromium exclusively./ %7
T PBBs&PBDEs, XRF il 1 xi#cz (Br) #E4T: X Fo5hirdk, XRF ki x4tk (Cr) #E47,

Test Process: (KRE)

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury./Xt FH48, 48, K2
PO

¢ |EC 62321-5:2013 Ed.1.0

) ) )

Weigh the sample Add digestion Digest the
Pb/Cd —> —> —>

into a vessel reagent sample

Dry Ashing/
Alkali Fusion/ [K— Residue
Acid Dissolution

Analyzed Make up with

by deionized {—] Filtration
ICP-OES water [
L Solution
Shenzhen Anbotek Compliance Laboratory Limited
Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen, N\ Hotline
Guangdong,China 2_/ 400-003-0500

Tel:(86)755-26066544  Fax:(86)755-26014772 Email:service @anbotek.com www.anbotek.com
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Zw'5: SZR160407004002 H#: 2016.04.13 T 6 7t 10 71
AL ::{ HREFE T RS :>[ IPNEL S
FRA/ W&/ MR
H 5 1R A
FH ICP-OES f.%%km
SaAniIs

—l it

& |EC 62321-4:2013 Ed.1.0

A A N N
Welglh sar_1t1ple and Add digestion Digest sample in
. Pgeeliina microwave
Hg —> microwave digestion —> reagent —> digestion oven
vessel
Y, Y, Y,
Dry Ashing/
Alkali Fusion/ [<—] Residue
Analyzed Make up with Acid Dissolution
by deionized {—] Filtration
ICP-OES water [
L Solution
A A
fr LI T S Sy Sl g
) fil 754 ) ) TH AR
KA/ T8,/ TR &
(1) 7 V2 b FR
Fl 1CP-OES %%%ﬂ%
Pails

b

Shenzhen Anbotek Compliance Laboratory Limited

Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen,

Guangdong,China
Tel:(86)755-26066544

Fax:(86)755-26014772

Email:

service @anbotek.com
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& |EC 62321-7-1:2015 Ed.1.0

Take a portion of

Date: Apr. 13. 2016
HiH: 2016.04.13

Crivi) the sample boiling water the sample
J J ﬂ J
( ( ™
Adjust the pH value
Analyzed .
<— Add test solution <—
by UV-Vis o of the solution
& & J
A N\ A
AYIR: > BOEE N F K ZEEL ——> -
R LA i
J J ﬂ J
( 4 ™\
F UV-Vis M7 </ wmIRER < = W ol
& & J
¢ |EC 62321:2008 Ed.1 Annex C
Weigh sample | A )
eigh sample . ; .
Add digestion Heat at 90-95°Cfor
——>| andplaceitina —> ——>
Crtvh) p. reagent 3 hours
conical flask ),
Y,
4 4 ﬂ ~N
Adjust the pH value Add test Adjust the pH value ¢ Cool and filter
of the solution solution of the solution
N N Y,
ﬂ N N
Make up with : Analyzed
deionized water by UV-Vis
J J

Shenzhen Anbotek Compliance Laboratory Limited
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-

Page 7 of 10
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Extracted with

N
Filter and remove

Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen,

Guangdong,China

Tel:(86)755-26066544  Fax:(86)755-26014772
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@ Hotline
d 400-003-0500
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R
=X

VAVAR ::%%%#%%%%%# ::{ TN i) :::{9m%tmm3mw}

Wywm ol K= wEmikven  Kego WWERm e K—— 0 A, i

!

{ﬂ%%%%ﬂ% S V-Vis A

e

7%

& |EC 62321-6:2015 Ed.1.0

N )
Weigh sample .
Extracted with Concentrate the
PBBs/PBDEs [—> andplaceitina [—> _ —>
) organic solvent extract
J thimble ) )
( ( ﬂ
Analyzed — Make up with <— Transfer the extract
by GC-MS organic solvent into a volumetric flask
- &
N\ ™\ R
EAL T I SR T o N
Do T s BERTEE o mprmism =D REEER
TR AR th
J J Y, ﬂ
4 (
Focus b | TPHPUERIE | | BRI
% L
G (.
Shenzhen Anbotek Compliance Laboratory Limited
Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen, @ Hotline
Guangdong,China 2_/ 400-003-0500

Tel:(86)755-26066544  Fax:(86)755-26014772 Email:service @anbotek.com www.anbotek.com
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Photograph of Sample

S EA

Shenzhen Anbotek Compliance Laboratory Limited

Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen, @ Hotline
Guangdong,China 2_/ 400-003-0500
Tel:(86)755-26066544 Fax:(86)755-26014772 Email:service @anbotek.com www.anbotek.com
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Photo(s) of the tested component(s)

*xxx End of Report ***+*
Fkkkk *&%%;ﬁ dkkkk

The test report is effective only with both signature and specialized stamp. The result(s) shown in this report refer only

to the sample(s) tested. Without written approval of Anbotek, this report can’t be reproduced except in full.

RIS TEHEE AR5 S & I ETER, AR S AR I SE RO 2 MFE #1157 R4 Anbotek Fifi A&, AEH2E
AR o

Shenzhen Anbotek Compliance Laboratory Limited

Address: 1/F,Buliding 1,SEC Industrial Park,No.0409 Qianhai Road,Nanshan District,Shenzhen, @ Hotline
Guangdong,China 2_/ 400-003-0500
Tel:(86)755-26066544 Fax:(86)755-26014772 Email:service @anbotek.com www.anbotek.com




